Lawerence Berkley Wo034430, April 20, 2007

Specimen Specimen Specific Specimen Fiber Resin Resin Void
ID Weight Gravity Density Volume Content Content Content
Weight Volume
(Units) (9) (g/ce) % % % %
1 2.9027 1.662 1.658 54.51 29.47 41.16 4.33
2 2.7228 1.634 1.630 53.95 29.02 39.86 6.19
Average: 1.648 1.644 54.23 29.25 40.51 5.26
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